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1 DELFIN GROUP APHE®Tb 10W-40 AO “NEN®UH Yhablwghu 2wpdhgh jnLn 10W-40
MHOACTPW” IACEA B3/A3, API SL/CF: Sthuuhjwywu

nyjwiutpp. Uwénighynipjwl
wuwinhbwup™ puwn SAE (Qwnpdhswjihlu
JjnLntn) 10W-40 SAE J300:
fuinnipyntup 15°C-nud 0,865 g/ud3
DIN 51757: UwénLghynLpjnLup
40°Cnid” 96,5 Uu?/y ASTM D 7042-04:
Uwoncghynipjnitup 100°C-nwd” 14,3
Ju?/y ASTM D 7042-04:
UwonLghynrpjntl -30°C (MRV)
«60000 mPaesc ASTM D4684:
UwédnLghyntpjnLl -25°C (CCS) «=
7000 mPasc ASTM D5293:
Uwoncghynipjwlu huntpup® 160 DIN




ISOOTH 2909 C° » = 3,5mPa*c ASTM
D5481: Uwntgdwu gGpdwuwnhéwup’
-36°C DIN ISO 3016: 9ninp2hwgdwl
ynpnruwn (puwn Noack punLpwanh)
10.0% ASTM D 5800-08 Method B:
PnulyJdwl YGuwn 230°C DIN ISO 2592:
CunhwUuntp wiywiwjhu phyp 10.3 dg
KOH/q DIN ISO 3771:
Unippwunwgywéd dntuhp 0,9 - 1,5
g/100qg: 9nLuwynpdwl uwlunnwy
(ASTM) L 4,0 DIN ISO 2049:
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