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4 Zhdpp” uhthynuwjhtu wynihdtn, wyunwgdwl hwdwywng prywjhlb (wgbwnnpuh), puinnipjniup® 0,96-0,98qg/U| (ASTM D

792), wlugnyu, 280d|, (325q) wdpnLpjwl uwhdwup® = 0,7 L/UU (ASTM D 412), pwnwuph slLwynpdwl dwdwuwyp’
8-20 pnwb (23°C-nd WL 50% R.H), wunwgdwl wpwagntcpjntup’ min.2,5dd/op (23°C-nwd W 50% R.H),
wnwaqwywunipjwl yapwwlugunidp® 100% (1ISO 7389), Ywhu puyubp® OUd (1ISO 7390), yhpwndwl stpdwuwnhbwun’
+5°C-hg +40°C, wwywhnynud £ hGpdbunhywgnid bwl unbwy JwjptGpnud, hwjwuwpwzwih W fbwynnwpwp dgdbnc
hwdwn ntup hwwnnoy gipuphy: MThunwubihnipjwl dwdyGnh wnwinipjwdp, yhwn. dwdybunp wnujwqu 1 wnwnh:













NMNOJIHOE ONMNCAHMUE

npeaginaraeMoro Toeapa

MAKC LUNH B Ka4yecTBe y4aCTHMKa B paMKaxX y4acTusa B 3JIEKTPOHHOM aykunoHe nog kogomMm QUEYU-EUXUMNQR-171/23 Huxe

npeancrtaBadeT NoJiHoe onncaHme npeasiaraeMmMoro MM ToBapa.

Homep noTa

MpepnaraemMbiii ToBap

TeXHN4YeCKNne XapakKTepnctmkun

OCHOBa: CMJINKOHOBbLIN NOJIMMEP, CUCTEMA OTBEPXKOEHUNSA: KNCNOTa (aueTokcu), naoTHoCTb: 0,96-0,98 r/mn (ASTM D
792), 6ecuBeTHbIn, 280 M, (325 r) npegen npovyHocTu: = 0,7 H/mm (ASTM D 412), nneHkoobpa3zoBaHune spemsa: 8-20
MUHYT (Mpu 23°C n oTHOCUTENbHON BNaXHOCTK 50%), CKOPOCTb OTBEPXXAEHMWSA: MUH. 2,5 MM/geHb (Npn 23°C n
OTHOCUTEeNbHOM BNaxHoCcTn 50%), BoccTaHoBNeHMe 3nacTuyHocTu: 100% (ISO 7389), nposucaHue: 0 mm (ISO 7390),
TeMnepaTypa HaHeceHusa: oT +5°C go +40°C, obecneynBaeT repMeTmn3aLNI0 Ja)Ke BO BJa)XHbIX MOMeLWLeHNAX, UMeeT
crneynanbHy rosloBKY 418 PaBHOMEPHOr0 M 3KOHOMUYHOIo cXXaTumsa. Co CPOKOM roAHOCTU MOAXOAUT. CPOK He MeHee 1

roga.
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