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Qwihwpwdlh Unwewnyynn wwpwlph
hwdwn dbhpdwjhu wwnpwupwjhu dwyuh2p wnwmwnpnnh nbhiuhywywlu puntpwahnp
wuydwuncdp Lowlp wludwuncdp
4 Venol 2T TC Venol Venol Motor Oil 3nLn Gpyunwyunwluh 2wpdhgutnh

hwdwnp: ISO L-EGC, API TC, JASO FD,
TISI nwuhU hwdwwwuwunwupuwl
(UGpYwjwglb] hwuwnwpnLnp
wnpwnwnnpnnhg): Ywndhp gnyup,
jnuntine W Jhlunyu dwdwuwy
JwpnpGnL nlbwynipjwdp,
wybwgynid £ pGughuhl,
huwnunLpnh hwpwpGpwygnLpniLun
1:50 (20 gpwd jnLn 1 |hunnp pGughuh
nhdwg): uuinnLpjnitup® +15 °C: 0,870
g/cm3 DIN 51757 UwénLéhynLpjniup’
+40 59,5 mm?2/s DIN 51562
UwdnLdhynipejniup® +100 °C: 9,1
mm?2/s DIN 51562 UwénLéhynLpjwl




gnLghgp” 131 DIN ISO 2909 AnUlyUJwl
yGwn® 110 C° DIN ISO 2592
UwnbgdwlU Ybwn™ -18 C° DIN ISO 3016
Uncibwunwyhl dnhuph
wwnnLtuwyncpjnLup® 0,06 g/100g DIN
51575 Qnyup pun ASTM * Jwnudhp,
hwJdwuwwwnwupuwlu DIN 51578
Uywiwjphu phyp” 1,0 mg KOH/g DIN
ISO 3771 UpunnwnpnLpjwl
wnwnbphyp 2024p-hg ny 2nLwn:
dwputunwd E Yypwyhag:
dwptpwynpnudp’ 1 Jwd 3
(hinpwlung nwpwutnny,
whunwwynpywd, gnpdwpwlwjhlu
hGpdGuinhy hwyywd: Mhunwyhu
U2ynud £E wpunwnpnnh wuygwuncdp,
wpunwnpdwlu W ywhwwudwu
yGpwpbpjw] mGnGlwuwnynipjniu:
LEGpYwjwglut| jnunh wnwlUwjhlu
hnudphg wwuwnpwuwnywd hubnc
JyGpwptbpjw| hwuwnwpninp:
Uwpwupp wbwp E |hUp Unn,
soqunwagnnéywéd b wnwug hunwnwuh:
Uwpwuph mGnwithnpunwdp W
pGnUwpwhhnudp hpwywluwgunid £
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